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PHOTO USA ELECTRONIC GRAPHIC INC. 

8 DONGDAQIAO RD., STE 2716, THE SPACES INT’L CENTRE, CHAOYANG DISTRICT, BEIJING 

 

The following sample(s) was/were submitted and identified by the client as: 

Sample Description : 11OZ STONEWARE MUG(ORCA COATING) 

Style/Item No. : 1.5OZ SHOT/2.5OZ SHOOTER/3OZ WHITE MUG/4OZ WHITE 

MUG/6OZ WHITE MUG /9OZ WHITE MUG/SPARTA WHITE 

MUG/DURHAM WHITE MUG/10OZ WHITE MUG/12OZ LATTE 

WHITE MUG/14OZ WHITE MUG/15OZ WHITE MUG/17OZ 

LATTE WHITE MUG/20OZ WHITE MUG 

Supplier  : PHOTO USA ELECTRONIC GRAPHIC INC. 

Country of Origin  : CHINA 

Sample Receiving Date : APR.08, 2016 

Testing Period : APR.08, 2016 TO APR.15, 2016 

Test Performed  : SELECTED TEST(S) AS REQUESTED BY APPLICANT 

Test Requested : US FDA CPG SEC.545.400 (CPG 7117.06)  AND CPG SEC 

545.450 (CPG 7117.07) POTTERY(CERAMICS)-LEACHABLE 

CADMIUM AND LEAD 

Test Result(s)                              : FOR FURTHER DETAILS, PLEASE REFER TO THE  

 FOLLOWING PAGE(S) 

Conclusion : THE SUBMITTED SAMPLE MET THE TEST REQUIREMENT. 

************ 

Signed for and on behalf of  
SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd. 

 
_________________         
Michael Wen 
Section Head 
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Test Results : 
  

Test Part Description : 
 

 Specimen No. SGS Sample ID Description Material 

 (claimed by the client) 

 SN1 TSN16-005659.001 white ceramic mug CERAMIC 

 
  

US FDA CPG Sec.545.400 (CPG 7117.06)  and CPG Sec 545.450 (CPG 7117.07)  

 Pottery(Ceramics)-Leachable cadmium and lead 
 

Test Requested : In accordance with the US FDA CPG Sec.545.400(CPG 7117.06)  and CPG Sec 

545.450 (CPG 7117.07)   Pottery(Ceramics), to determine the leachable Lead 

and Cadmium contents. 
 

Test Method : With reference to AOAC 18th Ed. (2005) Section 973.32, analysis was performed 

by AAS. 
 

Sample 001 Cup and mug 
 
 Extract Volume Depth 

 (mL) (mm) 

 1 350 89 

 2 350 89 

 3 350 89 

 4 350 89 

 5 350 89 

 6 350 89 
 

 Leachable Lead Leachable Cad- 

 (µg/mL) mium(µg/mL) 

 1 <0.05 <0.01 

 2 <0.05 <0.01 

 3 <0.05 <0.01 

 4 <0.05 <0.01 

 5 <0.05 <0.01 

 6 <0.05 <0.01 
 
 Limit 0.5 0.5 
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Notes : 

 Flatware − Articles which cannot be filled and articles which can be filled, the internal depth 

of which does not exceed 25 mm. 

 Small Hollowware − Articles which can be filled with the internal depth of which exceed 25 

mm and capacity of less than 1.1 liter. 

 Large Hollowware − Articles which can be filled with the internal depth of which exceed 25 

mm and capacity of 1.1 liter or more. 
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Sample Photo:  
 

TSN16-005659.001 

 
 

SGS authenticate the photo on original report only 

***End of Report*** 
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